
 
 

 

 

CERTIFICATE OF CONFORMANCE 

 

 

Item W-Cu Blank Internal Standard Q/ADRB003-2006 

Lot# 
1018-75 

Quantity 

(Pcs) 
100 

Production Date 10/20/2010 Drawing# D751006-1 

Dimensions 

(mm) 
30.48X9.779X1.524 Composition W75-Cu 

Density 

g/cm
3
 

 

14.85(+/-0.35)g/cm
3 

Conclusion Pass  

Inspector  Yanmei Li Verified by Bin Wei 

 

 

 

 

 

 

6370 LUSK BLVD, SUITE F-111 
SAN DIEGO, CA 92121 

TEL: (858) 558-6666 
FAX: (858) 630-3383 



 
 

 

Quality Checking Report of the Product 
Material: W75        PO No: N/A        Quantity: 100pcs         Drawing No:D751006-1          Lot No: 1018-75 

Checking Results: Pass                           Checker: Yanmei Li                        Date: 10/20/2010   

                   Sample No 

 

Checking Items  

Spec Tolerance 1 2 3 4 5 6 7 8 9 10 11 12 

Length(mm) 30.480 ±0.127 30.480 30.465 30.490 30.490 30.490 30.475 30.480 30.485 30.460 30.485 30.485 30.495 

Width(mm) 9.779 ±0.076 9.771 9.782 9.814 9.811 9.792 9.782 9.798 9.792 9.774 9.794 9.806 9.800 

Thickness(mm) 1.524 ±0.05 1.516 1.514 1.518 1.520 1.515 1.520 1.519 1.515 1.514 1.518 1.514 1.512 

Diameter(mm) 3.251 ±0.07 3.259 3.255 3.284 3.289 3.252 3.275 3.280 3.261 3.298 3.295 3.265 3.278 

           23.749 ±0.07 23.791 23.771 23.809 23.793 23.808 23.741 23.739 23.794 23.768 23.789 23.781 23.765 

  3.251 ±0.076 3.248 3.250 3.254 3.270 3.236 3.266 3.258 3.262 3.270 3.257 3.257 3.272 

 1.524 ±0.07 1.526 1.517 1.536 1.523 1.502 1.557 1.518 1.529 1.478 1.527 1.515 1.514 

               

               

               

               

               

               

               

                  

Size 

Checking 

               

Density(g/cm
3
)  14.85 ±0.35 15.181 14.553 14.698 14.993 14.826 14.927 15.193 14.936 14.830 14.857 14.845 14.665 Performance 

Checking                

 
 


